
 
 
 
 
 
 

Industrial Petroleum Jelly 
 

Characteristic Result Test Method Specification 

Consistency 
Cone Penetration at 25 ̊ C 

140-170 ASTM D-938 --- 

Color Brown 
Lovibond IP 17 
Method A 2 cell 

--- 

Flash Point Min 190 ̊ C ASTM D-92 --- 

Kinematic Viscosity at 100 ̊ C 10-15 cst ASTM D-445 --- 

Drop Melting Point 65-70 ̊ C ASTM D-127 --- 

Density 
0.83-0.86 

gr/cm³ 
--- --- 

Sulphated ash Passed USP 2013 <0.05% 

Acidity or alkalinity Passed BP 2013 <0.5 ml NaOH 0.01 N 

Packing: 25 Kg Carton Box 

 


